
Loss of a single tooth and its replacement with
an implant-supported restoration in the es-
thetic zone present several challenges when

optimal function and esthetics are the goals.1–3 Im-
mediate placement of dental implants into fresh
extraction sockets limits overall treatment time and
offers some esthetic and functional advantages.4 A
recent systematic review of the scientific evidence
supports immediate implant placement as a safe
procedure when certain guidelines are followed.5

Immediate provisionalization or restoration of such
implants provides additional benefits to the pa-

tient in terms of appearance, chewing ability, and
overall length of treatment.4 A provisional remov-
able appliance in the form of a denture or retainer
is avoided.4 The existing evidence supports the im-
mediate restoration of dental implants after inser-
tion and reports clinical success rates comparable
to traditional multistep protocols.6 Numerous pub-
lications have reported excellent success with
these treatment options and discussed diagnostic,
surgical, and technical parameters more or less in-
dependently from each other.

This article presents a comprehensive approach
to optimize functional and esthetic results with im-
mediate implant placement and immediate
restoration by blending surgical, technical, and
restorative steps into one successful protocol.

CASE SELECTION
The driving philosophy behind current im-
plant/restorative protocols is preservation. The
preservation of existing and intact oral structures
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requires a sensitive and conservative treatment ap-
proach. Careful case selection and comprehensive
treatment planning are essential for final success.
The following parameters must be present in each
tooth for optimal clinical success with immediate
implant placement:

1. Normal dentogingival complex (3 mm from the
free gingival margin to the bone crest on the
buccal aspect and 4.5 mm interproximally)

2. Tooth position centered with the buccolingual
bone plates and normal orientation within the
arch

3. Medium to thick gingival biotype

Figures 1 to 3 show the initial intraoral situation
of a 44-year-old patient with a failing maxillary left
central incisor. The parameters above were verified
preoperatively via thorough examination and bone
sounding (Figs 4 and 5).

SURGICAL PROTOCOL
Atraumatic tooth extraction is the first and one of
the most critical steps of immediate implant
placement. Even small periotomes—typically
forced between the alveolar bone and the root of
the tooth—may damage vital structures and com-
promise healing. One recommended technique
for atraumatic extraction is to hollow out the
tooth with rotating instruments and remove re-
maining tooth fragments from the inside. Com-
mercial products such as the Easy X-TRAC system
(ATitan Instruments, Hamburg, NY) allow for
atraumatic extraction without damaging instru-
ments and rotary movements, minimize loss of
bone and soft tissue, reduce posttraumatic
swelling, and provide excellent conditions for im-
mediate implant placement (Figs 6 and 7). Prepa-
ration of the implant bed (osteotomy) with the
recommended sequence of bone drills should
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Figs 1 to 3 Initial situation with a failing maxillary left central incisor in a 44-
year-old patient.

Figs 4 and 5 Buccal and interproximal bone sounding.
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start on the palatal aspect of the extraction
socket when an anterior tooth is immediately re-
placed. It is a common error to start the os-
teotomy with the bur centered in the alveolus.
During drilling, the bur is typically displaced to-
ward the less resistant bony wall, which, in most
cases, is the buccal wall. Such displacement
causes the implant to be either positioned too far
buccally or angulated unfavorably, which makes
final restoration more difficult and sometimes
even impossible. For an ideal osteotomy, the

drills should be placed along the palatal wall of
the extraction socket to achieve a final implant lo-
cation centered between the incisal edge and
cingulum of the prospective tooth. The diameter
of the selected implant should be as close as
possible to the cervical alveolar diameter of the
extracted root. Figure 8 shows the palatal os-
teotomy in the present case. A NobelReplace Se-
lect Tapered Groovy implant (5 � 13 mm, Nobel
Biocare, Göteborg, Sweden) was placed in the
extraction socket of the central incisor (Fig 9). A

Figs 6 and 7 Araumatic tooth extraction using the Easy
X-TRAC system.

Fig 8 Palatal osteotomy for optimal implant positioning
and angulation.

Fig 9 A tapered dental implant is placed immediately
after tooth extraction with a flapless surgical procedure.
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8 9
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bone substitute material (eg, Bio-Oss, Osteo-
health, Shirley, NY) may be placed in the gaps
between the implant and alveolar bone to avoid
resorption. Condensation of the bone filling ma-
terial can be simplified by attaching a narrower
healing abutment to the implant, for example, by
attaching a regular-platform abutment to a wide-
platform implant. This increases visibility and en-
sures that bone filling particles are not trapped in
the implant-abutment connection.

It was planned to connect a definitive prefabri-
cated abutment to the implant immediately after
surgery. In such cases, it is key to ensure proper
orientation of the implant and its connection inter-
face to facilitate correct orientation of the prefab-
ricated abutment and provisional restoration. The
trilobe connection and indicator marks of the No-
belReplace Select implant provide simple refer-
ences; one of the lobes should be oriented to-
ward the buccal aspect. This configuration allows
some prosthetic components to be prepared pre-
operatively and transferred easily to the patient’s
mouth.

RESTORATIVE PROTOCOL
It is recommended to insert the final implant abut-
ment as soon as possible after implant placement,
preferably on the same day. This will avoid repeti-
tive mutilation of the fragile peri-implant soft tissue
collar, which occurs whenever abutments are re-
moved or inserted. Abutment disconnections and
reconnections compromise the mucosal barrier
and result in a more “apically” positioned zone of
connective tissue, thus leading to marginal bone
resorption.10

Implant abutments made from zirconium oxide
ceramic provide sufficient strength, excellent bio-
logic response, and superior esthetic properties.7,8

The white color of zirconia ceramic abutments
prevents grayish discoloration of peri-implant soft
tissues. It is also beneficial in the event of postop-
erative soft tissue recession, which seems un-
avoidable in immediate implant protocols.9 A

metal alloy abutment would possibly be exposed
and severely compromise the esthetic outcome of
the restoration. Two aspects that may limit the
amount of bone and soft tissue recessions are del-
icate atraumatic handling during all clinical proce-
dures (eg, avoiding dis- and reconnections of im-
plant abutments) and a thick tissue biotype.

Prefabricated Zirconia Abutments

For the aforementioned reasons, a customized
definitive zirconia abutment that does not need to
be removed again should be inserted immediately
after implant placement. One option is to scan and
fabricate a customized abutment (eg, Procera Zir-
conia Abutment, Nobel Biocare) before the
surgery based on the diagnostic waxup. Another
option is to insert and customize a prefabricated
abutment at the time of surgery. The NobelRe-
place Procera Esthetic Abutment Kit (Nobel Bio-
care) includes an assortment of prefabricated zirco-
nia abutments that can be selected, inserted, and
prepared chairside. The prefabricated zirconia
abutments feature a removable internal implant
connection (NobelReplace Select). The selection
kit is organized by the size of the implant connec-
tion as narrow platform (NP), regular platform (RP),
and wide platform (WP). The abutments are avail-
able in various diameters, finish-line heights, and
angulations. Abutment designs and dimensions
were developed based on average values from the
Procera software network. Finish-line heights range
from 1.5 to 2 mm. Since the implant should ideally
be placed about 3 mm below the free gingival
margin, the abutment with the 2-mm finish-line
height is often used for chairside preparation.
Abutment selection is simplified by measuring the
mesiodistal width of the original root in the preop-
erative periapical radiograph. The measurement
should be taken at the most coronal part of the
portion of the root that is left within the dentogin-
gival complex. The abutment should support the
surrounding tissue and clinical crown in the trans-
mucosal area in the same manner as the natural
tooth.
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Platform Shifting

There is increasing evidence that supports the con-
cept of platform switching. This concept refers to
the connection of restorative components with
smaller diameters to implant platforms with larger
diameters. The positive effects of platform switch-
ing were discovered by coincidence when an im-
plant manufacturer introduced wide-diameter
implants.11 Initially, prosthetic abutments with
matching diameters were not available; therefore,
smaller-diameter abutments were used, causing
circumferential horizontal discrepancies. When ra-
diographs of these restorations were taken and ex-
amined 5 years postoperatively, the crestal bone
lateral to the implants appeared to respond differ-
ently from what is typically observed with same-
sized implant-abutment components: There was
significantly less crestal bone loss.12 The authors
concluded that this was caused by the inward shift
of the implant-abutment junction. The inflamma-
tory cell infiltrate was repositioned and confined
within a 90-degree area that was not directly adja-
cent to the crestal bone. In addition, a biomechan-
ical analysis by Maeda et al13 demonstrated a shift
of the stress concentration area away from the cer-
vical bone/implant interface. In a recent prospec-
tive clinical trial, Huerzeler et al14 found that plat-
form-switched abutments caused significantly less
crestal bone resorption. These and other authors
reason that the reduced crestal bone loss has a
positive effect on the peri-implant soft tissue and,
ultimately, the esthetic outcome.14–16 Esthetic pre-
dictability makes platform switching a preferred

concept for immediate placement/restoration pro-
tocols. However, although the existing evidence is
encouraging, more clinical data with various im-
plant systems are needed.

Platform switching may be performed simply by
using prosthetic components that have smaller di-
ameters at the connection interface than the sup-
porting implants, provided that the connecting in-
terfaces have the same dimensions. Otherwise,
special components such as the recently intro-
duced platform-shifting adapters (Nobel Biocare)
must be used. These platforming-shifting adapters
are designed for Replace Select trilobe internal
connections and convert RP and WP implants to
NP and RP abutments, respectively (Fig 10). At the
same time, they switch internal connection (trilobe)
implants to external hex platforms.

Chairside Abutment Selection
and Preparation

When measured on the preoperative radiograph
(Fig 11), the mesiodistal width of the failing root
was 6.6 mm. An RP abutment with a width of 6.7
mm and a 2-mm finish-line height was selected
from the NobelReplace Procera Esthetic Abutment
Kit (Figs 12 and 13). The original connection was
removed from the zirconia abutment. The adapter
that converts WP implants to RP abutments was at-
tached to the abutment and both were screwed
onto the WP implant (NobelReplace Tapered
Groovy). Care was taken to orient and align the

10

Fig 10 Platform-shifting adapters for the Replace Select
trilobe internal connections were used to convert RP im-
plants to NP abutments (right) and WP implants to RP
abutments (left).
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connection and abutment so that the buccal as-
pect of the abutment coincided with one of the
lobes of the implant connection. Proper adapta-
tion was verified with a periapical radiograph (Fig
14). The radiopacity of the zirconia abutment al-
lows for evaluation of the crestal bone and its
proximity to the diverging abutment for adequate
preparation. After verification of proper seating,
three silicone matrices (Zetalabor laboratory high-
precision condensation silicone, Zhermack, Badia
Polesine, Italy) made from a diagnostic waxup

were used for anatomic abutment modifications
and provisional shell orientation. The abutment
was prepared with diamond burs at a high speed
with copious water. A light-curing resin barrier was
applied to seal the gap between the free gingival
margin and zirconia abutment and to avoid pene-
tration of zirconia particles into the fresh extraction
socket during preparation (Fig 15). Final prepara-
tion was verified with the silicone indices (Figs 16
to 18) to ensure adequate space for the final
restoration. The screw access hole in the abutment
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Fig 11 Mesiodistal width of coronal aspect of the root was measured on the
preoperative periapical radiograph to select the abutment with the closest
diameter.

Fig 12 Prefabricated zirconia abutment kit offers various diameters, angula-
tions, and finish-line heights.

Fig 13 Chairside selection of a prefabricated zirconia abutment with the
same diameter as the extracted tooth.

131211

Fig 14 Radiograph used to verify fit
and proper seating of the prefabri-
cated zirconia abutment.

Fig 15 Intraoral preparation of the
prefabricated zirconia abutment.
Block-out material is used to avoid
penetration of zirconia particles into
the gap between the abutment and
free gingival margin.

14 15
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was sealed with Fermit (Ivoclar Vivadent, Amherst,
NY), and a separating agent (petroleum jelly) was
applied to the abutment.

Provisional Restoration

It is recommended to fabricate the provisional
restoration from the diagnostic waxup before the
surgical appointment to simplify the clinical proce-
dure and limit chairside treatment time. The sili-
cone matrix ensured that the provisional crown was
properly oriented. The crown was hollowed out

and relined (Figs 19 and 20) with a self-curing
acrylic material (Temporary Bridge Resin, Dentsply
Caulk, Milford, Delaware). Excess acrylic resin was
carefully removed (Fig 21) to maintain the desired
emergence profile. The provisional crown and
abutment were removed from the implant after
complete setting of the acrylic resin and connected
to a laboratory analog for finishing and polishing.
Excess acrylic resin flashes were trimmed carefully
to preserve the original shape and emergence pro-
file. Only minimal adjustments were necessary in
this case, indicating optimal implant placement and
location (Figs 22a to 22d). A separating agent was
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Figs 16 to 18 Silicone matrix of the diagnostic waxup used to verify an adequate preparation. This ensures ade-
quate space for the definitive restoration.

Figs 19 to 21 The provisional crown was prefabricated in the laboratory with a silicone matrix of the diagnostic waxup.
The crown is then relined chairside with self-curing acrylic resin and a silicone matrix to ensure exact positioning.

Figs 22a to 22d Anterior and buccolingual views of the provisional crown before (a and c) and after (b and d) re-
contouring. Note the subginigival concavitiy for improved tissue proliferation. Only minor adjustments were neces-
sary, indicating an optimal implant position.

19 20 21

22a 22b 22c 22d
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again applied to the abutment, and small remain-
ing gaps were filled with acrylic resin to optimize
the emergence profile and create a smooth transi-
tion between the abutment and provisional crown.
Complete curing of the acrylic resin was ensured by
placing the relined crown in a pressure pot with hot
water for 5 minutes. Silicone diamond disks and
water/pumice slurry were used for final polishing
(Fig 23). The customized prefabricated zirconia
abutment was also highly polished with silicone di-
amond disks and pumice to minimize bacterial col-
onization.17 A final impression was made from the
abutment before returning it to the mouth (Fig 24).
This impression is necessary for fabrication of the
definitive restoration and eliminates the need for
future disconnection of the abutment from the im-

plant. It also negates the need for a final impres-
sion with the abutment in place, which would typi-
cally require tissue retraction. The screw access
hole was filled with Fermit (Ivoclar Vivadent), and
the impression was carried out with the double-mix
impression technique (Virtual VPS putty base, regu-
lar set and extra light–body fast set, Ivoclar Vi-
vadent). All prosthetic parts in contact with tissues
were placed in a glutaraldehyde solution of 2% for
5 minutes for disinfection (Fig 25). The sulcular ep-
ithelium was refreshed with a diamond bur (Fig 26).
Figure 27 depicts the WP-RP platform-shifting
adapter connected to the abutment. The abutment
was screwed on the implant with a torque of 35
Ncm and thoroughly rinsed with water (Fig 28). The
provisional restoration was then cemented with
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Fig 23 Finalized provisional crown.
Note the platform shift and subgini-
gival concavitiy with increasing di-
ameter toward the coronal aspect of
the abutment to full contour at the
transmucosal level.

Fig 24 Final impression of the cus-
tomized prefabricated abutment for
fabrication of the definitive crown.

Fig 25 The abutment was disin-
fected in 2% glutaraldehyde for 5
minutes before final insertion.

Fig 26 Refreshing the sulcular ep-
ithelium with a diamond bur before
abutment connection.

Fig 27 Platform shift adapter and
zirconia abutment.

Fig 28 Zirconia abutment in place,
demonstrating adequate tissue sup-
port.

25

26 27 28
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temporary cement (Temp-bond NE, Kerr, Orange,
California, USA). The cement was applied with a
thin brush to minimize excess. Functional and es-
thetic parameters were verified after removal of ex-
cess cement (Fig 29) and radiographic examination
(Fig 30). The absence of occlusal contacts on the
provisional crown during excursions was verified
with articulating film. Follow-up visits were sched-
uled for 15 days, 1 month, 2 months, 3 months,
and 6 months later.

Final Restoration

All relevant parameters were re-evaluated 6
months after implant placement and provisional-
ization. Wound healing and soft tissue integration
were ideal, and radiographic evaluation revealed
positive bone remodeling (Figs 31 to 33). Figures
34a and 34b provide a comparison of tissue sup-
port between the original situation and the pre-
pared Procera Esthetic abutment (Nobel Biocare).
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Figs 31 to 33 Intraoral and radio-
graphic views 6 months after
surgery. The abutment placed at the
time of surgery is not removed in
order to avoid disturbance of the
fragile peri-implant soft tissue.

Figs 34a and 34b Occlusal views
of the preoperative (a) and 6-month
postoperative (b) situation. The cus-
tomized prefabricated zirconia abut-
ment provides adequate tissue sup-
port.

Fig 29 Postoperative labial view of the immediate provisional crown sup-
ported by the prefabricated zirconia abutment and immediately placed im-
plant at the left central incisor site.

Fig 30 Postoperative radiograph. Note the level of crestal bone.
30

31

33

34a

34b32
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A master cast was fabricated from the impres-
sion of the abutment and scanned with the Pro-
cera Forte scanner (Nobel Biocare) for the fabrica-
tion of a 0.4-mm Procera Alumina coping (Nobel
Biocare). A pick-up impression was made with the
double-mix technique (Virtual VPS putty base,
regular set and extra light–body fast set) to finalize
the Procera Alumina Crown. The 0.4-mm translu-
cent coping was preheated to 1,000°C for 15 min-
utes to create a whitish appearance. Conventional
porcelain layering techniques were then applied
to finalize shape and color. These parameters, the
interproximal contacts, and the occlusion were
verified and adjusted at the bisque-bake try-in
(Fig 35). The dramatic esthetic improvement from
the initial situation to try-in and final insertion of
the definitive restoration is shown in Figs 36a to
36c. Final cementation was performed with adhe-
sive resin (RelyX Unicem transparent, 3M ESPE, St
Paul, MN). Ultimate fit, osseous implant integra-
tion, and bone support were verified with a peri-
apical radiograph (Fig 37).The intraoral initial situ-

ation compared to the final result is shown in Figs
38a and 38b. A follow-up evaluation 2 years post-
operatively revealed stable conditions (Figs 39
and 40). Figure 41 demonstrates the esthetic inte-
gration of the definitive restoration in the patient’s
smile.

CONCLUSION
Immediate surgical and restorative protocols facili-
tate superior esthetic and functional success. How-
ever, strict guidelines for atraumatic intervention
and preservation of existing anatomic structures
must be carefully followed. This article presented a
comprehensive treatment approach and discussed
current immediate procedures based on the exist-
ing scientific evidence. The sequential surgical,
technical, and restorative techniques were
blended into one successful protocol, which was
demonstrated with a clinical case report.
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Fig 35 Try-in of definitive crown at
the bisque-bake stage.

Figs 36a to 36c Labial views of the
initial situation (a) and try-in (b) and
cementation (c) of the definitive
crown.

36a 36b35

36c
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Fig 37 Radiograph of the definitive
crown after cementation. Note the
crestal bone level.

Figs 38a and 38b Labial views of
the preoperative (a) and postopera-
tive (b) situation.

Figs 39 and 40 Two-year postoper-
ative intraoral and radiographic situ-
ation.

Fig 41 Final extraoral view showing
excellent esthetic integration.
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